Copper-Nickel alloys*

Kimyasal Bilesim % / Chemical Composition %

MES™

Material Symbol Designation | Ingot form Cu Al Bi cd Cr Fe Mg Mn Nb Ni Pb Se Si Te Ti Zn Zr Typical Uses (EN) Kullanim Alanlari (TR)
CuNi10Fe1Mn1-8 CB38OH Casting | >845 [<001] - - | <o1| - - |12-18] - |12-15| <1 |92-11| - |<003| - - <01 - - |<os| -

xcelent corrosion resistance againstall tpes Of water such as drinking water, [ ey ve amanyak ieril i s

iver water, brackish water, mine water, sea-water as well as acidic and e Uy ukuyy suyu madsn suyu,deniz sy ve amanya i

N Used in ship tiplerine karsi mikemmel korozyon direnci.Gemi insaa sanayinde kulanilir.

CuNi10Fe1Mn1-C CC380H Casting | >845 [<001] - - | <o1| - - | 118 - | 1-15 | <1 | 9-11 | - |<o003| - - <01 - - |<os| -
CuNi30Fe1Mn1-8 CB381H Casting | >645 [<001] - - |<o02| - - los-15] - [07-12| - |292-31|<001| <003 |<001| - <01 - - |<os| -

Master alloy for the alloying of Ni into Cu alloys.Use as with CC380H and CC383H. | Bakiri nikel ile alagimlandirmak icin kullanilan Master alasimdir.CC380H ve CC383H

Can be welded easily, excellent corrosion resistance ile kullanilir Kolayca kaynak yapilabilir,milkemmel korozyon direnci.
CuNi30Fe1Mn1-C CC381H Casting | >645 [<001| - - |<o03| - - |os-15 - |o06-112 - | 29-31|<001| <003 |<001| - <01 - - |<os| -

Contins 1.5 -2.0% Cr. Excellent corrosion resistance againstall types ofwater || oo maden suya denie
CuNi30Cr2FeMnSi-C Cc382H Casting | Reminder |<0,01|<0,01[<0,002{<0,03| - |15-2| 05-1 <001 05-1 - | 29-32 [<0,01] <0,005| <0,01| <0,005| 0,15 - 0,50| < 0,005 | < 0,25 < 0,2| < 0,15|such as drinking water, river water, brackish water, mine water, sea-water as -0 % oraninda Crigerir.igme suyu,nehir suyukuyu suyu,maden suyu,deniz suyu

! Ve amanyak igeriklitim su tiplerine kars: mikemmel korozyon direnci.

well as acidic and ammoniacal condensates.

e T ————
CuNi30FeIMn1INbSI-C  [CC383H Casting | Reminder [<0,01[<0,01| <0,01|<0,03|<0,02| - |05-15[<001| 0,6-12[05-1| 29-31 [<001| <001 [<001| <001| 03-07 | <001| - |<05| - o . o ' ) ) tim su tiplerine kars: miikemmel korozyon direci Gerilimli korozyon gatlaklarina

ammoniacal condensates.No sensitivity against stress corrosion cracking.Good "

" Karsi hassasiyet gostermez yi asinma ve kavitasyon dayanimi.
erosion and cavitation resistance.

*Musteri talebine gére farkl analizlerde Gretim yapilabilmektedir / Specific alloys are also produced according to customer requirements.
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